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1
DISPLAY MODULE AND DISPLAY DEVICE

TECHNICAL FIELD

The present invention relates to a display module and a
display device.

BACKGROUND ART

A display module such as a liquid crystal module and the
like is widely used as a display unit of devices such as a
television, a mobile phone, and portable information termi-
nals. The liquid crystal module includes a liquid crystal panel
and a circuit member such as an integrated circuit (IC) chip
mounted on the liquid crystal panel. A liquid crystal panel that
is used for a liquid crystal module generally includes a thin
film transistor (TFT) array board, a color filter (CF) board that
faces the TFT array board, and a liquid crystal layer that is
sandwiched between the TFT array board and the CF board.
The liquid crystal layer is surrounded by a frame-shaped
sealing member and the liquid crystal layer and the sealing
member are sandwiched and sealed by the two boards. A
wiring pattern is arranged on an inner surface of the TFT array
board that is located on an outer side from the sealing mem-
ber.

The wiring pattern of the liquid crystal panel is electrically
connected to a circuit member such as a tape carrier package
(TCP) provided with an IC chip or a system on film (SOF).
The IC chip is directly mounted on the inner surface of the
TFT array board in a chip-on-glass (COG) system according
to a type of the liquid crystal panel (for example, Patent
Document 1).

An organic EL. module including an organic EL panel and
a circuit member such as an IC chip mounted thereon is
another example of the display module.

Documents describing technologies related to the present
application includes Patent Documents 2 to 7, for example.

Patent Document 1: Japanese Unexamined Patent Appli-
cation Publication No. 2009-272457

Patent Document 2: International Publication No. WO
2004/040648

Patent Document 3:
cation Publication No.

Patent Document 4:
cation Publication No.

Patent Document 5:
cation Publication No.

Patent Document 6:
cation Publication No.

Patent Document 7:
cation Publication No.

Japanese Unexamined Patent Appli-
2004-140381
Japanese Unexamined Patent Appli-
2004-140382
Japanese Unexamined Patent Appli-
2004-140383
Japanese Unexamined Patent Appli-
2009-258758
Japanese Unexamined Patent Appli-
2009-260387

Problem to be Solved by the Invention

Recently, it has been desired to reduce a frame area located
around a display area of a liquid crystal module (that is a
display area of a liquid crystal panel). Especially, it has been
desired to reduce a frame area in which the circuit member
such as an IC chip is mounted. However, the conventional
liquid crystal module (the liquid crystal panel) necessarily
includes a portion (a space) to which the circuit member is
connected on an end portion of the board. Therefore, the
conventional liquid crystal module has limitations to reduce
the frame area.

DISCLOSURE OF THE PRESENT INVENTION

The present invention was accomplished in view of the
foregoing circumstances. An object of the present invention is
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2

to provide a technology that reduces a width of'a portion of the
frame area in which a circuit member is arranged. The frame
portion is located to surround the display area of the display
module.

Means for Solving the Problem

To solve the above problem, according to the present inven-
tion, a display module includes a first board and a second
board that are bonded together to face with each other, an
insulating base film arranged between the first board and the
second board and extending outwardly from an end of the first
board so as to be bent to an outer surface side of one of the first
board and the second board, and a circuit member formed on
the base film.

Inthe display module, the circuit member may be mounted
on an outer surface side of the base film when the base film is
bent to the outer surface side of the one of the first board and
the second board.

The display module may further include a reinforcing
member configured to reinforce a mount portion of the base
film on which the circuit member is mounted. The reinforcing
member may reinforce the mount portion from a rear side of
the base film.

In the display module, the reinforcing member may have a
plan shape following a plan shape of the mount portion of the
circuit member.

In the display module, the reinforcing member may be
formed of a same material as the first board.

In the display module, the base film may be formed of one
film extending from a portion sandwiched between the first
board and the second board to a portion corresponding to the
circuit member.

A display device includes the display module and a lighting
device configured to irradiate light to the display module.

A display module of the present invention includes a liquid
crystal layer, a sealing member surrounding a periphery ofthe
liquid crystal layer, a first board and a second board that are
bonded together to face with each other, an insulating base
film arranged between the first board and the second board
and extending outwardly from an end of the first board so as
to be bent to an outer surface side of one of the first board and
the second board, and a circuit member formed on the base
film.

Inthe display module, the circuit member may be mounted
on an outer surface side of the base film when the base film is
bent to the outer surface side of the one of the first board and
the second board.

The display module may further include a reinforcing
member configured to reinforce a mount portion of the base
film on which the circuit member is mounted. The reinforcing
member may reinforce the mount portion from a rear side of
the base film.

In the display module, the reinforcing member may have a
plan shape following a plan shape of the mount portion of the
circuit member.

In the display module, the reinforcing member may be
formed of a same material as the first board.

In the display module, the base film may be formed of one
film extending from a portion sandwiched between the first
board and the second board to a portion corresponding to the
circuit member.

A method of manufacturing a liquid crystal module
according to the present invention includes a precursor form-
ing step, a separation step, and a removing step. In the pre-
cursor forming step, a liquid crystal module precursor is
formed. The liquid crystal module precursor includes a liquid
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crystal layer, a sealing member surrounding a periphery of the
liquid crystal layer, a first board and a second board, an
insulating base film, and a circuit member. The first board and
the second board are provided to sandwich the liquid crystal
layer and the sealing member therebetween. An end of one of
the boards is located outwardly from an end of the another one
of the boards. The base film is arranged between the first
board and the sealing member. The base film is formed on an
inner surface of the first board such that an end of the base film
is located outwardly from an end of the second board. The
circuit member is formed on the base film. In the separation
step, light is irradiated to the base film formed on a portion to
be removed of the first board that is located outwardly from
the vicinity of the end of the second board. The base film
formed on the portion to be removed will be able to be bent to
an outer surface side of one of the first board and the second
board after removing the portion to be removed. Further, the
base film is separated form the portion to be removed. In the
removing step, the portion to be removed is cut off and
removed from the first board.

In the method of manufacturing the liquid crystal module,
the portion to be removed is configured with a portion of the
first board excluding a portion to be remained. The portion to
be remained ranges from the portion that extends outwardly
from the vicinity of an end of the second board to a portion
facing the circuit member. In the removing step, the portion to
be removed may be cut off and removed from the first board
to remain the portion to be remained on the base film.

In the method of manufacturing the liquid crystal module,
the portion to be remained may have a plan shape following a
plan shape of a mount portion of the circuit member, and in
the removing step, the portion to be remained having a plan
shape following a plan shape of the mount portion of the
circuit member may be remained on the base film.

In the method of manufacturing the liquid crystal module,
in the separation step, the light may be irradiated to a rear
surface side of the base film via the portion to be removed of
the first board.

In the method of manufacturing the liquid crystal module,
in the separation step, laser light may be used as the light.

A display device of the present invention includes the
liquid crystal module or a liquid crystal module manufactured
with the method manufacturing the liquid crystal module, and
alighting device irradiating light to the liquid crystal module.

A liquid crystal module precursor according to the present
invention includes a liquid crystal layer, a sealing member
surrounding a periphery of the liquid crystal layer, a first
board and a second board, an insulating base film, and a
circuit member. The first board and the second board are
provided to sandwich the liquid crystal layer and the sealing
member therebetween. An end of one of the boards is located
outwardly from an end of the another one of the boards. The
base film is arranged between the first board and the sealing
member. The base film is formed on an inner surface of the
first board such that an end of the base film is located out-
wardly from an end of the second board. The circuit member
is formed on the base film.

Another method of manufacturing a liquid crystal module
includes a precursor forming step, a separation step, a remov-
ing step, and a mounting step. In the precursor forming step,
aliquid crystal module precursor is formed. The liquid crystal
module precursor includes a liquid crystal layer, a sealing
member surrounding a periphery of the liquid crystal layer, a
first board and a second board, and an insulating base film.
The first board and the second board are provided to sandwich
the liquid crystal layer and the sealing member therebetween.
An end of one of the boards is located outwardly from an end
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4

of the another one of the boards. The base film is arranged
between the first board and the sealing member. The base film
is formed on an inner surface of the first board such that anend
of the base film is located outwardly from an end of the
second board. In the separation step, light is irradiated to the
base film formed on a portion to be removed of the first board
that is located outwardly from the vicinity of the end of the
second board. The portion to be removed is a portion of the
first board excluding a portion to be remained that includes a
portion facing a portion to be mounted of the base film. The
base film formed on the portion to be removed will be able to
be bent to an outer surface side of one of the first board and the
second board after removing the portion to be removed. After
the irradiation of light, the base film is separated from the
portion to be removed. In the removing step, the portion to be
removed is cut off and removed from the first board and the
portion to be remained is remained on the base film. In the
mounting step, the circuit member is mounted on the portion
to be mounted.

According to the other method of manufacturing the liquid
crystal module, in the precursor forming step, a plurality of
liquid crystal module precursors may be connected to each
other to form a large panel.

In the other method of manufacturing the liquid crystal
module, the portion to be remained has a plan shape following
a plan shape of the circuit member, and the portion to be
remained having a plan shape following a plan shape of the
circuit member may be remained on the base film in the
removing step.

Advantageous Effects of the Invention

According to the present invention, in the frame area sur-
rounding the display area of the display module, a width of a
portion in which the circuit member is arranged is reduced.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a plan view illustrating a liquid crystal display
device of a first embodiment.

FIG. 2 is a cross sectional view illustrating the liquid crys-
tal display device.

FIG. 3 is a perspective view illustrating a liquid crystal
module.

FIG. 4 is a perspective view illustrating a liquid crystal
module precursor.

FIG. 5 is a plan view illustrating the liquid crystal module
precursor.

FIG. 6 is an explanation view typically illustrating a sepa-
ration step.

FIG. 7 is an explanation view typically illustrating a
removing step.

FIG. 8 is a cross sectional view typically illustrating a
structure of an end portion of the liquid crystal module.

FIG. 9 is a plan view illustrating a multi display configured
with a plurality of liquid crystal display devices.

FIG. 10 is an enlarged plan view illustrating the multi
display illustrated in FIG. 9.

FIG. 11 is a perspective view illustrating a liquid crystal
module according to a second embodiment.

FIG. 12 is an explanation view typically illustrating a sepa-
ration step according to the second embodiment.

FIG. 13 is an explanation view typically illustrating a
removing step according to the second embodiment.

FIG. 14 is a cross sectional view typically illustrating a
structure of an end portion of the liquid crystal module
according to the second embodiment.
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FIG. 15 is a perspective view illustrating a liquid crystal
module according to a third embodiment.

FIG. 16 is a plan view illustrating a part of the liquid crystal
module according to the third embodiment seen from a TFT
array board side.

FIG.17 is a plan view illustrating a part of the liquid crystal
module according to a fourth embodiment seen from a TFT
array board side.

FIG. 18 is a plan view illustrating a part of the liquid crystal
module according to a fifth embodiment seen from a TFT
array board side.

FIG. 19 is a plan view illustrating a part of the liquid crystal
module according to a sixth embodiment seen from a CF
board side.

FIG. 20 is a cross sectional view typically illustrating a
structure of an end portion of the liquid crystal module
according to the sixth embodiment.

FIG. 21 is a cross sectional view typically illustrating a
structure of an end portion of a liquid crystal module accord-
ing to a seventh embodiment.

FIG. 22 is a cross sectional view typically illustrating a
structure of an end portion of a liquid crystal module accord-
ing to an eighth embodiment.

MODES FOR CARRYING OUT THE INVENTION
First Embodiment

A first embodiment of the present invention will be
explained with reference to FIGS. 1 to 10. In this embodi-
ment, a liquid crystal display device (a display device) 10 will
be described as an example. FIG. 1 is a plan view illustrating
a liquid crystal display device 10 of the first embodiment.
FIG. 2 is a cross sectional view illustrating the liquid crystal
display device 10. In each drawing, an X-axis, a Y-axis, and a
Z-axis are described as necessary.

(Liquid Crystal Display Device)

As illustrated in FIG. 1, the liquid crystal display device 10
has a rectangular outer appearance shape. FIG. 1 illustrates
the liquid crystal display device 10 that is seen from a front-
surface side. FIG. 2 typically illustrates a cross-sectional
structure of the liquid crystal display device 10 that is taken
along a long side of the display device. As illustrated in FIG.
2, the liquid crystal display device 10 of this embodiment
mainly includes a liquid crystal module (an example of a
display module) 1, a lighting device 12, a bezel 13, and a
container 14. FIG. 1 illustrates the liquid crystal module 1 of
the liquid crystal display device 10 and the frame-shaped
bezel 13 that surrounds the liquid crystal module 1. The liquid
crystal module 1 has a rectangular outer appearance shape.

FIG. 3 is a perspective view of the liquid crystal module 1.
The liquid crystal module 1 includes a liquid crystal panel 11
and circuit members 2 (an IC chip 2A, a FPC 2B) that are
mounted thereon.

The liquid crystal panel 11 mainly includes a liquid crystal
layer 7 (see FIG. 6), a frame-shaped sealing member 8 that
surrounds a periphery of the liquid crystal layer 7, and trans-
parent boards 3, 4 that face each other with having the liquid
crystal layer 7 and the sealing member 8 therebetween. One
board 3 of the boards is a TFT array board (an example of a
first board) and another board 4 ofthe boards is a CF board (an
example of a second board). In this embodiment, the boards 3,
4 have a rectangular shape and substantially a same size. In
FIG. 3, the board 3 is located on a lower side and the board 4
is located on an upper side. End portions of the boards 3, 4 are
aligned with each other.
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The TFT array board 3 mainly includes a transparent glass
board, a plurality of TFTs and a plurality of transparent pixel
electrodes that are arranged in a matrix (in lines and columns)
on the glass board. The TFTs are switching components and
each of the pixel electrodes is connected to a drain electrode
of'each TFT. One TFT and one pixel electrode are arranged
for each pixel and each pixel is defined by a plurality of gate
lines and a plurality of source lines that are arranged on the
glass board so as to be perpendicular to each other. A gate
electrode of each TFT is connected to the gate line and a
source electrode of each TFT is connected to the source line.
An alignment film that restricts alignment of the liquid crystal
molecules contained in the liquid crystal layer 7 is formed on
the TFT array board 3.

Abase film 5 is formed on an inner surface of the TFT array
board 3. Apart of the base film 5 (a basal end portion) covers
an inner surface of the TFT array board 3 and other part (a
distal end portion) is located outside of (beyond) the sealing
member 8 and located outside of (beyond) the end portion of
the TFT array board 3. In this embodiment, the basal portion
of'the base film 5 is arranged directly on the glass board that
configures the TFT array board 3. Namely, the TFTs, the pixel
electrodes, the gate lines, and the source lines are arranged on
the base film 5.

The base film 5 has flexibility and the portion of the base
film 5 that is located outside is able to be bent (folded) toward
an outer surface side 4a of the TFT array board 4 or an outer
surface side 3a of the CF board 4.

Specifically, the base film 5 is formed of an organic film of
insulation. An organic high-molecular compound that con-
figures such an organic film of insulation includes, for
example, polyimide (PI), polyethylene terephthalate (PET),
polyester, polyethylene naphthalate (PEN), polyether ether
ketone (PEEK), polycarbonate (PC), polyether sulfone
(PES), polyarylate (PAR), polychroorefin (PCO) and the like.
The base film 5 is configured with one organic film.

The basal end portion of the base film 5 is sandwiched by
the TFT array board 4 and the sealing member 8, as will be
described later. On the portion of the base film 5 that is located
outside the sealing member 8, the wiring pattern 6 is arranged.
The wiring pattern 6 is configured with a plurality of metal
wires that are formed in a pattern on the base film 5. In this
embodiment, the wiring pattern 6 includes outgoing lines 61
and external connection lines 62. The outgoing lines 61
extend outside of the sealing member 8 from the correspond-
ing source lines and gate lines that are located inside of the
sealing member 8. A pad (not illustrated) is arranged on an
end portion of each of the outgoing lines 61. The external
connection lines 62 electrically connect the IC chip 2A and
the FPC 2B. A pad (not illustrated) is arranged on two end
portions of each external connection line 62.

The CF board 4 mainly includes a transparent glass board
and CFs of red (R), green (G) and blue (B) that are arranged
on the transparent glass board in a matrix such that each of the
CFs corresponds to each pixel of the TFT array board 3. Each
CF is defined by a light-blocking black matrix (hereinafter,
referred to as BM) that is arranged on the glass board in a
matrix. On the CFs and the BM, transparent counter elec-
trodes that face the pixel electrodes on the TFT array board 3
and an alignment film that restricts alignment of liquid crystal
molecules are arranged.

As illustrated in FIG. 3, the liquid crystal module 1
includes the base film 5 of the liquid crystal panel 11 and the
IC chip 2A and the flexible printed circuits (FPC) 2B that are
mounted on the base film 5. The IC chip 2A and the FPC 2B
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configure the circuit member 2. The base film 5 of the liquid
crystal module 1 is used as a mount area in which the IC chip
2A and the like are mounted.

The IC chip 2A is a chip component for driving liquid
crystals that includes a driver and a timing controller for
driving each TFT of the TFT array board 3. The IC chip 2A is
arranged between the outgoing lines 61 and the external con-
nection lines 62 so as to be connected to the outgoing lines 61
and the external connection lines 62. An input bump electrode
(notillustrated) and an output bump electrode (not illustrated)
are arranged on a bottom surface of the IC chip 2A. The input
bump electrode is connected to the one pad of the external
connection line 62. The output bump electrode is connected to
the pad of the outgoing line 61. Each bump electrode of the IC
chip 2A is electrically connected to each pad of the wires 61,
62 via an anisotropic conductive film (ACF) (not illustrated).
A protection film may be arranged over the wiring pattern 6
formed on the base film 5, if necessary.

The FPC 2B includes a base board made of polyimide or
the like and a plurality of lines made of copper foil that are
arranged on a surface of the base board. The end of each line
of the FPC 2B is electrically connected to the other pad
provided with the external connection line 62 via the ACF.
Signals output from the FPC 2B are input to the liquid crystal
panel 11 via the IC chip 2A. The liquid crystal module 1 (the
liquid crystal panel 11) of this embodiment is activated in an
active matrix method.

A polarizing plate (not illustrated) is arranged on an outer
surface ofthe TFT array board 3 and on an outer surface of the
CF board 4 of the liquid crystal panel 11.

As illustrated in FIG. 3 and other drawings, a display area
S of the liquid crystal panel 11 is configured with a portion
that is inside from the frame-shaped sealing member 8 (an
inner-side portion from an inner edge of the sealing member
8), and a non-display area R is configured with a portion that
is outside from the display area S. The display area S of the
liquid crystal panel 11 is a display area S of the liquid crystal
module 1 and the non-display area R of the liquid crystal
panel 11 is a non-display area R of the liquid crystal module
1.

A lighting device 12 is arranged on a rear-surface side of
the liquid crystal module 1 including the liquid crystal panel
11. The lighting device 12 is arranged in a box-shaped con-
tainer 14 and the liquid crystal module 1 (the liquid crystal
penal 11) is arranged on a peripheral edge of the container 14.
The lighting device 12 irradiates light to the rear-surface side
of'the liquid crystal module 1 (the liquid crystal panel 11). A
frame-shaped bezel is arranged to cover a peripheral edge of
the liquid crystal module 1 (the liquid crystal panel 1).

(Method of Manufacturing Liquid Crystal Module)

With reference to FIGS. 4-8, a method of manufacturing
the liquid crystal module 1 will be explained. The method of
manufacturing the liquid crystal module 1 of this embodi-
ment includes a precursor forming step, a separation step, and
a removing step.

The precursor forming step is a step of forming a liquid
crystal module precursor 100. The liquid crystal module pre-
cursor 100 is used for manufacturing the liquid crystal mod-
ule 1. The liquid crystal module precursor 100 is processed to
have a predetermined shape as will be described and the
liquid crystal module 1 is obtained. Namely, the liquid crystal
module precursor 100 is in an intermediate step of manufac-
turing the liquid crystal module 1. FIG. 4 is a perspective view
of the liquid crystal module precursor 100, and FIG. 5 is a
plan view of the liquid crystal module precursor 100. The
liquid crystal module precursor 100 will be explained.
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Most of the configurations of the liquid crystal module
precursor 100 illustrated in FIG. 4 is same as the configura-
tions of the liquid crystal module 1 illustrated in FIG. 3. The
TFT array board 3 of the liquid crystal module precursor 100
is greater in size than that of the liquid crystal module 1 and an
end of the TFT array 3 of the liquid crystal module precursor
100 extends outside over the end of the CF board 4. The
portion of the TFT array board 3 that extends over the end of
the CF board 4 is an extended portion 31. The extended
portion 31 has been originally provided continuously from
and integrally with the end of the TFT array board 3 of the
liquid crystal module 1 illustrated in FIG. 3. In this embodi-
ment, the extended portion 31 is a part of a transparent glass
plate that configures the TFT array board 3. In the liquid
crystal module precursor 100, the TFT array board 3 includ-
ing the extended portion 31 may be referred to as an original
board 30 (see FIG. 4).

The base film 5 is arranged on a surface of the extended
portion 31. In the state of the liquid crystal module precursor
1, the base film 5 is arranged on the inner surface of the
original board 30 including a main portion and the extended
portion thereof. Such abase film 5 is formed on an entire inner
surface of the original board 30 with using a known film
formation method. The base film 5 is made of the above-
described organic film.

A wiring pattern 6 (61, 62) is formed with a known method
on the base film 5 that is provided on the extended portion 31.
Namely, the wiring pattern 6 is not formed on the base film 5
that is in a flexible state but on the base film 5 that is fixed on
the extended portion 31. The IC chip 2A and the FPC 2B are
also mounted on the base film 5 that is fixed on the extended
portion 31. Namely, the circuit members 2 such as the IC chip
2A are mounted directly on the TFT array board 3 (the origi-
nal board 30).

Each of the original board 30 and the CF board 4 is previ-
ously manufactured and they are bonded together with having
the liquid crystal layer 7 and the sealing member 8 therebe-
tween, and accordingly, the liquid crystal module precursor
100 is obtained. In bonding the original plate 30 and the CF
board 4, a position of each of the original plate 30 and the CF
board 4 is adjusted such that the extended portion 31 of the
original board 30 extends further from the end of the CF board
4, as illustrated in FIG. 4. The circuit members 2 such as the
IC chip 2A may be mounted on the original board 30 after the
boards 30, 4 are bonded, or the circuit members 2 may be
mounted on the original board 30 before the bonding.

Inthe separation step, light L. is irradiated to a portion of the
base film 5 formed on the extended portion 31 that is a portion
to be removed 32 and the base film 5 is separated from the
extended portion 31. FIG. 6 typically illustrates the separa-
tion step. FIG. 6 typically illustrates a cross-sectional con-
figuration of the vicinity of the extended portion 31 of the
liquid crystal module precursor 100. In the separation step,
laser light L is irradiated to a rear surface 5a of the base film
5 that is formed on a front surface (an inner surface) 35 of the
extended portion 31 from an outer surface 3a side of the
original board 30 (the TFT array board 3) via the original
board 30 (the extended portion 31). A range X to which the
laser light L. is irradiated ranges from a position of the base
film 5 corresponding to a distal end of the CF board 4 to a
position corresponding to an end of the original board 30 (the
extended portion 31).

The laser light L. is irradiated to the rear surface of the base
film 5 via the original board 30 (the TFT array board 3)
selectively within the range X. The laser light I. may be
irradiated to the base film 5 within the range X via a photo
mask having an opening corresponding to a shape of the range
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X. If the laser light L is irradiated, abrasion or the like occurs
on the rear surface 5a side of the base film 5 and the base film
5 is separated from the front surface of the extended portion
31. In the separation step, with the irradiation ofthe laser light
L, the base film 5 may be completely separated from the
extended portion 31 or a sticking force (a bonding force)
between the base film 5 and the extended portion 31 may be
reduced such that the portion to be removed 32 is easily
removed from the base film 5 in the removing step that will be
described later. Various conditions such as a kind of the laser
light L, irradiation time of the laser light L, output of the laser
light L. or other conditions are appropriately set. In another
embodiment, light other than the laser light L. may be used for
the separation step as long as the base film 5 can be removed
from the extended portion 31.

In the removing step, the extended portion 31 that is the
portion to be removed 32 is cut off from the original board 30
and removed. FIG. 7 typically illustrates the removing step.
FIG. 7 typically illustrates a cross-sectional configuration of
the liquid crystal module precursor 100 in which the extended
portion 31 is cut off from the original board 30 illustrated in
FIG. 6. In the removing step, a scribe groove is formed on the
outer surface 3a of the original board 30 with using a cutter
wheel or the like. For example, a cutter wheel having a rotary
blade containing a single crystal of artificial diamond is used
as the cutter wheel. The rotary blade is rotated with being
pressed to the outer surface 3a ofthe original board 30 and the
scribe groove is formed. The scribe groove is formed at a
position P on the original board 30 that corresponds to the end
of the CF board 4. Next, an external force is applied to the
extended portion 31 of the original board 30 on which the
scribe groove is formed at the position P, and accordingly, the
extended portion 31 is separated from the original board 30
and removed therefrom.

In the separation step, if the sticking force (the bonding
force) between the base film 5 and the extended portion 31 is
reduced to some extent, the extended portion 31 is completely
separated from the base film 5 in the removing step.

In other embodiment, before performing the separation
step, the scribe groove may be previously formed on the outer
surface 3a of the original board 30.

After the extended portion 31 is removed from the original
board 30, the base film 5 that has been fixed on the extended
portion 31 can be bent. After performing the above steps, the
liquid crystal module 1 is obtained from the liquid crystal
module precursor 100.

FIG. 8 is a cross-sectional view typically illustrating a
configuration of an end part of the liquid crystal module 1.
The liquid crystal module 1 illustrated in FIG. 8 is obtained
with the above-described method of manufacturing the liquid
crystal module 1. In the liquid crystal module 1 illustrated in
FIG. 8, the base film 5 is bent (folded) to the outer surface 3a
side ofthe TFT array board 3. The IC chip 2A and the FPC 2B
are arranged on the outer surface 3a side of the TFT array
board 3. Namely, the IC chip 2A and the FPC 2B are arranged
on a rear surface side of the liquid crystal module 1. The base
film 5 on which the circuit members 2 are mounted is folded
to the outer surface 3a side of the TFT array board 3 and the
liquid crystal module 1 including such a folded base film 5 is
mounted in the liquid crystal display device 10.

In the liquid crystal module 1 of this embodiment, the
frame area R is reduced and the frame area R includes an area
rl and an area r2, as illustrated in FIG. 8. The area r1 ranges
from an inner edge of the sealing member 8 to the end of each
board 3, 4, and the area r2 that extends outwardly from the end
of each board 3, 4.
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In the liquid crystal module 1 of this embodiment, the base
film 5 on which the wiring pattern 6 is formed is integrally
formed with the liquid crystal panel 11. Namely, the base film
5 is not an external member that is mounted to the liquid
crystal panel 11 via an ACF or the like. A part of the base film
5 is sandwiched between the TFT array board 3 and the
sealing member 8. Namely, the base film 5 is fixed to the
liquid crystal panel 11 by at least the sandwiched portion. The
liquid crystal module 1 does not necessarily have a space for
receiving the base film 5 as an external member, and there-
fore, the portion of the frame area R corresponding to the area
rl is reduced to be a small area. The area rl can be adjusted
according to a size of the extended portion 31 that is separated
and removed from the original board 30.

The area r2 of the frame area R is configured with a folded
portion of the base film 5. A size of the area r2 is substantially
same as that of a folded portion of the FPC that is an external
member mounted to the conventional liquid crystal panel (for
example, approximately 0.7 mm).

As described before, the liquid crystal module 1 of this
embodiment is configured to set a reduced frame area R.
Therefore, the display area S can have a greater size compared
to a conventional one. According to the liquid crystal module
1 of this embodiment, the circuit members 2 are arranged on
the outer surface 3a side of the TFT array board 3, and
therefore, the frame area R can be reduced in size.

In another embodiment, the circuit members 2 (such as the
IC chip 2A) may be arranged on an end surface side of the
TFT array board 3. In such a case, the area r2 increases
compared to the one in this embodiment, however, the area rl
is sufficiently reduced similar to this embodiment. Therefore,
the whole frame area R is reduced in size compared to the
conventional one.

FIG. 9 is a plan view of a multi display 50 including a
plurality of the liquid crystal display devices 10. FIG. 10 is an
enlarged plan view of the multi display 50 illustrated in FIG.
9. In the liquid crystal module 1 of this embodiment, the
frame area R is reduced as described before. Therefore, the
frame area (a width of the bezel 13) is reduced in the liquid
crystal display device 10 including the liquid crystal module
1. Therefore, the liquid crystal display device 10 of this
embodiment is effectively used for a display device config-
uring the multi display 50, for example. FIG. 10 illustrates an
enlarged view of the multi display within an area S0A illus-
trated in FIG. 9. As illustrated in FIG. 10, if the width of each
bezel 13 is small, a space between the display areas S of the
adjacent liquid crystal display devices 10 is also small. There-
fore, if the display areas S of the liquid crystal display devices
10 are combined as the multi display 50 to display one image,
the matrix-shaped non-display area that is formed between
the adjacent display areas S is less likely to be distinguished.

The liquid crystal module 1 of this embodiment may be
used for various usages other than the multi display 50.

Second Embodiment

Next, a second embodiment of the present invention will be
explained with reference to FIGS. 11 to 14. In each of fol-
lowing embodiments, components same as those of the first
embodiment are applied with same numerals or symbols as
those of the first embodiment and they will not be explained.
FIG. 11 is a perspective view of a liquid crystal module 1A of
the second embodiment. A basic configuration of the liquid
crystal module 1A is same as that of the first embodiment.
Similar to the first embodiment, the liquid crystal module 1A
is manufactured by processing the liquid crystal module pre-
cursor 10 (see FIG. 4). However, in the liquid crystal module
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1A of the second embodiment, the portion of the base film 5
on which the IC chip 2A and the FBC 2B are mounted is
reinforced by a reinforcing member 34.

A method of manufacturing the liquid crystal module 1A
will be explained. As described before, similar to the first
embodiment, the liquid crystal module 1A is manufactured
with processing the liquid module precursor 100. Therefore,
the method of manufacturing the liquid crystal module 1A
also includes the precursor forming step similar to the first
embodiment.

However, this embodiment is different from the first
embodiment in a range X1 of the base film 5 to which the light
L is irradiated in the separation step and the portion to be
removed 32 from the original board 30 in the removing step.

FIG. 12 typically illustrates a separation step of the second
embodiment. In this embodiment, the extended portion 31 of
the original board 30 is divided into the portion to be removed
32 and a portion to be remained 33. Therefore, in the separa-
tion step, the light L is irradiated to the base film 5 formed on
the portion to be removed 32 in the extended portion 31. FIG.
12 typically illustrates a cross-sectional configuration of the
vicinity of the extended portion 31 of the liquid crystal mod-
ule precursor 100. In the separation step, the laser light L is
irradiated to the rear surface 5a of the base film 5 formed on
the surface (the inner surface) 36 of the portion to be removed
32 from the outer surface 3a side of the original board 30 (the
TFT array board 3) via the original board 30 (the portionto be
removed 32). The range X1 to which the laser light L is
irradiated ranges from a position of the base film 5 corre-
sponding to the distal end of the CF board 4 to a position
inside (on the sealing member 8 side) the portion on which the
IC chip 2A is mounted (a mounted portion). Namely, the
range X1 is smaller than the range X of the first embodiment.

The portion to be remained 33 corresponds to the portion of
the extended portion 31 remaining after removing the portion
to beremoved 32. The portion to be remained 33 faces the rear
surface 5a of the base film 5 including an area of the portion
on which the IC chip 2A and the FPC 2B are mounted (a
mount portion). In the separation step of this embodiment, the
light L. is not irradiated to the base film 5 that is formed on the
portion to be remained 33.

The laser light L is selectively irradiated to the rear surface
5a of the base film 5 within the range X1 via the portion to be
removed 32 of the original plate 30. The base film 5 that is
formed on the portion to be removed 32 is separated from the
extended portion 31 (the portion to be removed 32) of the
original board 30.

FIG. 13 typically illustrates the removing step of the sec-
ond embodiment. In the removing step of this embodiment,
only the portion to be removed 32 is cut off from the original
board 30. FIG. 13 typically illustrates a cross-sectional con-
figuration of the liquid crystal module precursor 100 in which
the portion to be removed 32 is removed from the original
board 30 illustrated in FIG. 12. In this embodiment, similar to
the first embodiment, a scribe groove is formed on each of the
positions P1, P2 on the outer surface 3a of the original board
30. Each of' the positions P1, P2 corresponds to an outer end
portion of each portion to be removed 32. The scribe grooves
are formed on the original board 30, and if an external force is
applied from outside to the extended portion 31 of the original
board 30, the portion to be removed 32 is separated and
removed from the original board 30. The portion to be
remained 33 remains on the base film 5 with sticking (being
bonded) and without being removed and becomes the rein-
forcing member 34 as described before. A space 35 is formed
between the reinforcing member 34 and the TFT array board
3, as illustrated in FIG. 13.
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FIG. 14 is a cross-sectional view typically illustrating a
configuration of apart of the liquid crystal module 1A of the
second embodiment. The liquid crystal module 1A illustrated
in FIG. 14 is obtained with the method of manufacturing the
liquid crystal module 1A of this embodiment. In the liquid
crystal module 1A illustrated in FIG. 14, the base film 5 is
bent (folded) to the outer surface 3a side of the TFT array
board 3 together with the reinforcing member 34. A size of the
space 35 (that is a size of the portion to be removed 32) is
determined such that the base film 5 is folded to the outer
surface 3a side of the TFT array board 3.

In the liquid crystal module 1A of this embodiment, the
frame area R is reduced similar to the first embodiment. The
circuit members 2 such as the IC chip 2A mounted on the base
film 5 are fixed onto the reinforcing member 34 with a part of
the base film 5 and this stably maintains the electrical con-
nection between the circuit members 2 and the wiring pattern
6.

The liquid crystal module 1A of this embodiment may be
manufactured with a following method other than the above-
described method. Specifically, a liquid crystal module pre-
cursor on which the circuit members 2 (the IC chip 2A and the
FPC 2B) are not mounted is prepared, and the light is irradi-
ated only to the portion to be removed 32 of the liquid crystal
module precursor and the portion to be removed 32 is
removed from the original board 30. Namely, before the cir-
cuit members 2 are mounted on the base film 5, the portion to
be removed 32 may be previously removed from the original
board 30. Thereafter, the circuit members 2 may be mounted
on the liquid crystal module precursor from which the portion
to be removed 32 is removed to manufacture the liquid crystal
module 1A of this embodiment. For example, a plurality of
liquid crystal modules 1A are combined to manufacture a
large panel, and the liquid crystal modules are connected
regularly with being aligned. Therefore, the portions to be
removed 32 can be removed at once. This improves produc-
tivity of the liquid crystal modules 1A compared to the case in
which the portion to be removed 32 is removed from each of
the separated liquid crystal module precursors.

Third Embodiment

Next, a third embodiment of the present invention will be
explained with reference to FIGS. 15 and 16. FIG. 15 is a
perspective view illustrating a liquid crystal module 1B of the
third embodiment. FIG. 16 is a plan view illustrating a part of
the liquid crystal module 1B of the third embodiment seen
from the TFT array board 3 side. A basic configuration of the
liquid crystal module 1B ofthis embodiment is similar to that
of the first embodiment and is manufactured by processing
the liquid crystal module precursor 100 (see FIG. 4). The
liquid crystal module 1B includes a reinforcing member 34B
similar to the second embodiment. However, the reinforcing
member 34B included in the liquid crystal module 1B of this
embodiment is different in its shape from that of the second
embodiment.

Similar to the second embodiment, the reinforcing member
34B reinforces the portion of the base film 5 on which the
circuit members 2 are mounted from the rear surface Sa side.
The size of the reinforcing member 34B is smaller than that of
the second embodiment. As illustrated in FIG. 16, a size of the
reinforcing member 34B is smaller than a width of the base
film 5 in its short-side direction. The reinforcing member
34B(34) may not be limited as long as it covers at least the
rear-surface side portion of the base film 5 on which the
circuit members 2 are mounted. The reinforcing member
34B(34) may not be limited but may be appropriately modi-
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fied in its size or shape (a plan shape) as long as it does not
obstruct bending or folding of the base film 5. To obtain the
reinforcing member 34B(34) having such a shape, a light
irradiation area (an area of the portion to be removed) in the
separation step and an area of the original board 30 that is
removed in the removing step may be appropriately adjusted.
If a size of the reinforcing member 34B (34) is reduced, the
portion of the base film 5 on which the circuit members 2 are
mounted is less likely to receive an external stress. Therefore,
it is effective that the size of the reinforcing member 34B(34)
is reduced as much as possible such that the circuit member 2
mount portion is less likely to receive the external stress.

Fourth Embodiment

Next, a fourth embodiment of the present invention will be
explained with reference to FIG. 17. FIG. 17 is a plan view
illustrating a part of a liquid crystal module 1C of the fourth
embodiment seen from the TFT array board 3 side. The liquid
crystal module 1C of this embodiment include a reinforcing
member 34C similar to the third embodiment. However, the
reinforcing member 34C has an outer appearance shape (a
plan shape) following an outer appearance shape (a plan
shape) of a portion of the base film 5 on which the circuit
members 2 (2A, 2B) are mounted. The reinforcing member
34C reinforces the portion of the base film 5 on which the IC
chip 2A is mounted and the portion of the base film 5 on which
the FBC 2B is mounted. Thus, the reinforcing member 34C
has a shape following the shape of each circuit member 2
mount portion, and this reduces the size of the reinforcing
member 34C. Therefore, according to the liquid crystal mod-
ule 1C of this embodiment, the mount portion is less likely to
receive the external stress compared to the above embodi-
ments.

Fifth Embodiment

Next, a fifth embodiment of the present invention will be
explained with reference to FIG. 18. FIG. 18 is a plan view
illustrating a part of a liquid crystal module 1D of the fifth
embodiment. Similar to the fourth embodiment, the liquid
crystal module 1D includes reinforcing members 34D1,
34D2 each following a shape of a mount portion of each
circuit member 2. However, each of the reinforcing members
34D1, 34D2 is arranged for each circuit member 2 to rein-
force the corresponding circuit member 2. Namely, the rein-
forcing member 34D1 and the reinforcing member 34D2 are
separately arranged, and the reinforcing member 34D1 rein-
forces the mount portion of the IC chip 2A and the reinforcing
member 34D2 reinforces the mount portion of the FPC 2B.
Thus, each of the reinforcing members 34D1, 34D2 is
arranged for each circuit member 2. Accordingly, the mount
portions of the base film on which the circuit members 2 are
mounted are reinforced with keeping flexibility of portions of
the base film 5 other than the mount portions of the circuit
members 2. The reinforcing member 34D1 has the outer
appearance shape (a plan shape) following the outer appear-
ance shape of the mount portion of the IC chip 2A and the
reinforcing member 34D2 has the outer appearance shape (a
plan shape) following the outer appearance shape of the
mount portion of the FPC 2B. Therefore, according to this
embodiment, the mount portion of each circuit member 2
(2A, 2B) is less likely to receive the external stress.

Sixth Embodiment

Next, a sixth embodiment of the present invention will be
explained with reference to FIGS. 19 and 20. FIG. 19is a plan
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view illustrating a part of a liquid crystal module 1E of the
sixth embodiment seen from the CF board 4 side. FIG. 20 is
a cross-sectional view typically illustrating a configuration of
an end part of the liquid crystal module 1E of the sixth
embodiment. The liquid crystal module 1E of this embodi-
ment has a basic configuration same as the one of the first
embodiment. In the liquid crystal module 1E of this embodi-
ment, a portion of the base film 5 that extends outwardly from
the liquid crystal panel 11 is branched into two. The wiring
pattern 6 (61, 62) is formed on one base film 5A of the
two-branched base film portions, and the wiring pattern 6 (63)
is formed on another base film 5B. The IC chip 2A and the
FPC 2B are mounted in certain positions on the base film SA
and another FPC is mounted on the base film 5B.

As illustrated in FIG. 20, the base film 5A is bent (folded)
to the outer surface 3a side of the TFT array board 3. The base
film 5B is bent (folded) to the outer surface 4a side of the CF
board 4. Namely, the base films 5A, 5B are bent in different
directions.

Like the liquid crystal module 1E of this embodiment, a
plurality of base films 5 (5A, 5B) may be provided. In another
embodiment, the portion of the base film 5 extending out-
wardly may be branched into three or more. Like the base film
5B, the branched portions may be bent to the outer surface 4a
side of the CF board 4.

The liquid crystal module 1E of this embodiment may be
used in a display device including the liquid crystal panel 11
and another panel. For example, the other panels include a
touch panel, a parallax barrier panel or other panels. In such a
configuration, the base film 5B that is bent to the outer surface
4a side ofthe CF board 4 may be connected to one of the other
panels. The circuit member 2 that is mounted on each base
film 5 may be set according to a usage of the liquid crystal
module 1E. The reinforcing member 34 arranged on the base
film 5 may not be provided in another embodiment.

The base film 5 whose end portion is branched into two ore
more may be prepared by cutting an organic film into two or
more branches each having a certain shape after the removing
step or by cutting the organic film on the original board 30
before the separation step.

Seventh Embodiment

Next, a seventh embodiment of the present invention will
be explained with reference to FIG. 21. FIG. 21 is a cross-
sectional view typically illustrating a configuration of an end
part of aliquid crystal module 1F ofthe seventh embodiment.
The liquid crystal module 1F of this embodiment includes a
printed wiring board 2D as the circuit member 2 that is
mounted on the base film 5. Not only the FPC 2A but also the
printed wiring board 2D may be mounted on the base film 5 as
the circuit member 2.

Eighth Embodiment

Next, a seventh embodiment of the present invention will
be explained with reference to FIG. 22. FIG. 22 is a cross-
sectional view typically illustrating a configuration of an end
part of a liquid crystal module 1G of the eighth embodiment.
The liquid crystal module 1G of this embodiment includes an
SOF 2E provided with the IC chip 2A as the circuit member
2 that is mounted on the base film 5. The SOF 2E is connected
to the printed circuit board 2D. Thus, the IC chip 2A is not
necessarily mounted directly on the base film 5 but may be
mounted as the SOF 2E.

Other Embodiments

The present invention is not limited to the above embodi-
ments described in the above description and the drawings.
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The following embodiments are also included in the technical
scope of the present invention, for example.

(1) In the above embodiments, the IC chip, the FPC, the
printed circuit board, the SOF are used as the circuit members
2. However, in other embodiments, a condenser or a resis-
tance may be mounted as the circuit member 2, for example.

(2) In the above embodiments, the base film 5 is configured
to cover substantially an entire area of the display area S.
However, in other embodiments, for example, the base film 5
may be configured such that the sealing member 8 is not
formed on a part or an entire area of the display area S.

(3) In the above embodiments, the reinforcing member 34
is formed by remaining a part of the original board 30 on the
base film 5. However, in other embodiments, for example, a
member may be provided separately from the original board
30 as the reinforcing member and the separate member may
be arranged in a certain position of the base film as an external
member. From a view point of productivity of the liquid
crystal module 1, it is effective to use a part of the original
board 30 to form the reinforcing member like the above
embodiments.

(4) In the above embodiments, a border at which the por-
tion to be removed 32 is separated from the original board 30
is set substantially at an end position of the CF board 4.
However, in other embodiments, the border may be set closer
to the sealing member 8 from the end of the CF board 4. If the
sealing member 32 has a sufficient width to sufficiently
ensure a good sealing property (sealing performance) of seal-
ing the liquid crystal layer 8, the border may be set so as to
pass over the sealing member 8.

(5) In the above embodiments, in the separation step, the
laser light is irradiated to the base film 5 that is formed on the
portion to be removed 32 and the base film 5 is separated from
the portion to be removed 32. However, in other embodi-
ments, for example, the base film 5 formed on the portion to
beremoved 32 is heated selectively by a heater or the like, and
the heated portion of the base film 5 may be separated from
the portion to be removed 32.

(6) In the above embodiments, the liquid crystal module is
used as the display module. However, in other embodiments,
for example, other display module may be used. For example,
an organic E[L module including an organic EL panel on
which circuit members such as an IC chip are mounted may
be used as the display module.

EXPLANATION OF SYMBOLS

1: liquid crystal module (Display module),
2: Circuit member,

3: TFT array board (First board),

3a: Outer surface of TFT array board,

4: CF board (Second board),

4a: Outer surface of CF board,

5: Base film,
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6: Wiring pattern,

7: Liquid crystal layer,

8: Sealing member,

10: Liquid crystal display device, (display device),

11: Liquid crystal panel,

S: Display area:

R: Frame area

The invention claimed is:

1. A method of manufacturing a liquid crystal module
comprising steps of:

preparing a first board;

forming an insulating base film on a surface of the first

board;

preparing a second board having a size smaller than the first

board;

bonding the first board and the second board such that an

end of the first board extends outwardly from an end of
the second board;

forming a circuit member on a portion of the base film

corresponding to a portion of the first board that is
located outside of the second board;

irradiating light to the portion of the base film correspond-

ing to the portion of the first board that is located outside
of the second board;

separating the portion of the base film irradiated with light

in the irradiating step; and

removing the portion of the first board corresponding to the

portion of the base film that is separated in the separating
step.

2. The method according to claim 1, further comprising
bending the portion of the base film that is located outside of
the second board toward an outer surface side of one of the
first board and the second board, after the removing step.

3. The method according to claim 2, wherein after the
bending step, the circuit member is located on an outer sur-
face side of the base film.

4. The method according to claim 1, wherein

in the irradiating step, the irradiating of the light to the

portion of the base film excludes irradiating the light to
an end portion of the base film that is located outside of
the second board, and

the method further comprising:

forming a reinforcing member that is configured with the

end portion of the base film and a portion of the first
board corresponding to the end portion, the reinforcing
member reinforcing the portion of the base film on
which the circuit member is formed in the forming step.

5. the method according to claim 4, wherein in the forming
step, the reinforcing member is formed so as to have a plan
shape following a plan shape of the portion of the base film on
which the circuit member is mounted.

6. The method according to claim 4, wherein the reinforc-
ing member is formed of a same material as the first board.
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